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We have investigated the thickness, the surface roughness and the transport properties of oligo(1-(2-
bisthienyl)benzene) (BTB) thin films grafted on evaporated Au electrodes thanks to a diazonium-
based electro-reduction process. The thickness of the organic film is tuned by varying the number of
electrochemical cycles during the growth process. Atomic force microscope (AFM) measurements
reveal the variation of the thickness in the range of 2-27 nm. This variation displays a linear
dependence with the number of cycles followed by a saturation attributed to the insulating behavior of
the organic films. Both ultrathin (2 nm) and thin (12 and 27 nm) large area BTB-based junctions have
then been fabricated using standard CMOS processes and finally electrically characterized. The
electronic responses are fully consistent with a tunneling barrier in case of ultrathin BTB film whereas
for thicker molecular films a pronounced rectifying behavior is reported.

INTRODUCTION

Molecular electronics1 takes advantage of the huge variety of chemical functions offering a

complete tunability of the electronic properties of the metal/molecule/metal junctions.

Devices functions like rectifiers,2 switches,3 memories,4 spin filtering,5 interference6 can be

achieved. From materials and processes points of view, organic materials can be inserted in

devices following different approaches, namely the processes of thin film deposition. In the

past few years, different techniques have been used following two main ways:7 physical and

chemical. Focusing on the chemical sides, self-assembled monolayers (SAMs) in solution are

widely used.8 Their transport properties are, however, mainly investigated at the nanometer

scale using local probe techniques such as conducting AFM and scanning tunneling

microscopy and thanks to nanoscale devices.9,10 Besides, SAMs are intrinsically limited to

sub-10 nm thick films. An alternative approach to produce molecular layers is the

electrochemical way using the electro-reduction of diazonium salts.11–13 This method results

in a stable and dense14,15 molecular layer strongly attached on a conducting surface by

covalent bonds. It is for instance used to reduce oxide layers and long-term passivation of



surfaces in case of reacting materials.16 In the field of molecular junctions, McCreery et al.17–

19 have integrated this process to form thin organic films inserted between two conducting

electrodes. As we will explain later, advantages of such technique are the robustness and the

stability of the molecular layer against the device fabrication processes compared to SAMs.

More importantly, it has been proposed recently that the molecules could play a major role in

junctions only beyond the limit of quantum tunneling (around 4-5 nm).20 With respect to the

length of the molecules, controlling the thickness of the molecular layer is thus a key issue

for developing new molecular devices and for understanding fundamental issues as the

transport physics.11

In this article, we demonstrate the control of the thickness of diazonium-based organic thin

films of (1-(2-bisthienyl) benzene) (BTB) attached on gold surfaces. We found the

dependence of the molecular layer thickness on the number of voltammetry cycles with fixed

potential boundaries. Our results demonstrate the ability to grow a homogeneous organic

layers with a thickness ranging from 2 to 27 nm. Current density-voltage (J-V)

characteristics have been measured for 2, 12, and 27 nm thick BTB layers inserted between

gold electrodes showing drastic change in their variation.

THIN FILM ELABORATION: ELECTROCHEMISTRY

A long Au electrode of 20 µm width and 150 mm length is first patterned by optical

lithography on a SiO2/Si substrate and by subsequent evaporation/lift-off steps. In this study,

two different electrode thicknesses have been used: 20 nm (Ti (5 nm)/Au (15 nm)) and 32 nm

(Ti (2 nm)/Au (30 nm)). The Au electrode is connected by design to a wide sacrificial pad

which allows electrical contacts with an alligator clip to impose an electrochemical potential

over the metallic region.
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The electro-grafting of the organic layer is then performed using cyclic voltammetry. The Au

electrode described above is used as a working electrode and immersed in an organic solution

containing the amino-derivative of bisthiophene benzene (1-(2-bisthienyl)-4-aminobenzene

(BTB)) as shown in the inset of Fig. 1(a). By adding an amount of tertbutyl nityrite (18 µl,

30 eq.), the diazonium salt is fabricated in-situ and the cyclic voltammetry technique allows

its electro-reduction and generates the aryl radical.21 Fig. 1(a) shows the evolution of the

cyclic voltammogram of the electrode in the grafting solution up to the 50th cycle. The first

cycle shows the characteristic reduction peak close to 0 V/SCE (Saturated Calomel Electrode)

of the diazonium group.14 The second and following cycles reveal a drastic decrease of the

cathodic current demonstrating that a blocking behavior of the Au electrode is achieved by

the deposited molecules during the first cycle. This observation is in a perfect agreement with

a previous study22 reporting the passivation of an electrode by an ultrathin film described as

an oligo-BTB layer.

FIG. 1. (a) Cyclic voltammograms of a patterned gold electrode in a solution of 0.1 M
NBu4BF4+5mM BTB in acetonitrile. The scan rate is 0.1 V/s. (b) Cyclic voltammograms of the bare
(black line) and modified (red line) electrodes in an organic solution of ferrocene 5 mM + 0.1 M
NBu4BF4 (scan rate = 0.1 V/s). The BTB layer is electro-active and becomes p-doped at a potential
close to 0.5 V/SCE.22 Inset shows a BTB monomer.

To prove the presence and the homogeneity of the organic layer, we investigate on Fig. 1(b)

the electro-activity of ferrocene (Fc) on a bare and an oligo-BTB modified electrodes. In the

potential window (0 V/SCE < E < 0.6 V/SCE) where Fc redox reactions are seen on a bare



electrode (black curve in Fig. 1(b)), no current is observed (red curve in Fig. 1(b)) on the

oligo-BTB/Au electrode. Indeed the BTB layer blocks the electron transfer from the metallic

surface toward Fc demonstrating the homogeneity of the film over the entire surface. The

presence of pinholes would be revealed by a slight increase of current around the standard

potential of the redox probes (0.4 V/SCE). For scanning beyond 0.5 V/SCE the Fc oxidation

peak finally appears, the BTB layer is electro-active and becomes p-doped at this particular

potential value.22–24 We now focus on the atomic force microscopy (AFM) characterizations

of this molecular film.

AFM STUDY OF THE GRAFTED ORGANIC FILM

After the electro-grafting process, the samples are rinsed in pure ethanol and dried with a

nitrogen flow. An AFM with ultrasharp tip (radius of 10 nm) is used to characterize the

thickness and the topography of the BTB film with respect to the number of grafting cycles.

It is set in the tapping mode to avoid any deterioration of the soft molecular layer while

scanning.

First of all, we checked the surface roughness of the bare Au electrodes for the different

thicknesses of 20 and 32 nm as determined by the quartz balance during the growth made by

evaporation at a rate of 0.5 nm/s. Highly resolved scans are performed over the metallic

surface. Typical RMS roughnesses of the order of 0.4 nm on a 7 x 7 m2 area are found

meaning that the surface is relatively smooth and flat and thus suitable for devices.

On grafted samples, the BTB thickness is then determined by substracting the thickness of

the Au bottom electrode from that of the Au/BTB modified electrode measured by AFM

following a statistical approach. In order to minimize the total thickness and to warranty

qualitative step height measurements, the 32 nm thick electrodes are used for the samples

from 1 to 9 grafting cycles (ultrathin organic film). The 20 nm thick electrode are used for the



thicker organic film with 10 and above grafting cycles. Inset of Fig. 2(a) shows a typical

AFM image of an Au/BTB step over an area of 5 x 5 µm2. We realize identical topography

scans on different Au/BTB (X cycles) samples in order to determine the evolution of the total

thickness as a function of the number (X) of electro-grafting cycles. In Fig. 2(b), each point is

an average value over ten different profiles. Error bars were determined thanks to statistics

and their values is two times the standard deviation which correspond to a confidence interval

of 95%.

An important observation is that we can control the thickness of the molecular layer between

0 and 27 nm. Then two different regimes during the molecular layer growth can be clearly

distinguished: i) up to 10 cycles, the increase of the thickness is quite linear with an average

slope of 2.1 nm per cycle, ii) above 20 cycles, the thickness reaches a saturation value of

around 27 nm. It seems that in this regime and within this scan window, the electrode surface

is completely passivated and no more charge transfer is allowed. A similar saturation effect

was found in the case of spontaneous grafting of aryldiazonium salts on carbon surface.25 The

growth mechanism and the formation of multilayers are still under debate but it involves

intermolecular binding between two radicals. The radicals are generated at the outer surface

and can afterward react with the already grafted groups to form oligomers.26 It was shown

that the apparent rate constant of this reaction decreases slowly with the layer thickness. After

a dozen of nanometers the reaction was blocked by the grafted layers.25



FIG. 2. (a) Thickness of the electro-grafted BTB film as a function of number of electro-chemical
cycles. The dashed line is a guide for the eyes. Inset: three-dimensional AFM image (tapping mode)
of a step between the Si/SiO2 substrate and an electro-grafted BTB film (4 cycles)/Au bilayer. (b) The
corresponding surface roughness of the film obtained over a 5 x 5 µm² area is also given.

Surface RMS roughnesses are also extracted for the measurements by realizing highly

resolved scans over the Au/BTB (X cycles) surface. Interestingly, one can remark also an

increase of the roughness with respect to the number of cycles occurring abruptly above 10

cycles, showing that once the molecular layer thickness starts to saturate, roughness

increases. This could also indicate a change in the film morphology as one can remark on

Fig.3 (a) and (b).

FIG. 3. (a) AFM image (tapping mode) of a grafted BTB layer on gold (2 cycles). (b) AFM image
(tapping mode) of a grafted BTB layer on gold (30 cycles).

INFLUENCE OF THE ORGANIC FILM THICKNESS ON THE TRANSPORT PROPERTIES



Vertical molecular junctions are finally realized by contacting the Au/BTB (X cycle(s))

layers with an Ti/Au top electrode in a cross-bar geometry thanks to an additional

photolithography/lift-off step. Very low evaporation rate (0.02 nm/s) are used during the

metal evaporation (Ti (1nm)/Au (50nm)) to limit the diffusion of metal atoms through the

organic thin film. Vacuum is also lowered to 10-8 mbar to avoid contamination. At the end of

the fabrication process, vertical Au/BTB (X cycles)/Ti/Au junctions are obtained with a size

of 20 x 20 µm² as shown on Fig. 4(a).

Three different thicknesses of the organic film are studied here which are expected to lead to

striking different transport regimes: a 2 nm, 12 nm and 27 nm thick films. Representative

current density-voltage (J-V) characteristics obtained for the three junctions are shown in Fig.

4 (b) to (d). The yield, defined as the percentage of devices that showed neither short contacts

nor resistive behavior, is around 70% for devices integrating a “thick” BTB layer and 40%

for the 2 nm junctions.



FIG. 4. (a) Scheme of a molecular junctions (Au/BTB/Ti/Au). (b) Typical tunneling curve obtained at
300 K in an Au/BTB (2nm)/Ti/Au molecular junction. A fit with a trapezoidal barrier model is also
shown with the red continuous curve giving a tunneling barrier thickness of 2.2 nm. Inset: same
characteristic on a semi-log scale. (c) J-V characteristic obtained in the intermediate regime of
thickness (12 nm). An asymmetry is present. Also note that the maximum applied bias voltage is now
2V. (d) J-V characteristic obtained in an Au/BTB (27 nm)/Ti/Au junction showing a complete
rectifying behavior.

A J-V characteristic observed in a Au/BTB (2nm)/Ti/Au device (Fig. 4(b)) shows a non-

monotonic behavior and is rather symmetric comparing the negative and positive voltage

polarizations. A low-bias resistance in the order of the MΩ range can be extracted. J-V

characteristics with thicker BTB films (12 nm and 27 nm shown in Fig. 4 (c) and (d)

respectively) are very different: even if showing a non-monotonic behavior, they are clearly

asymmetric and they present a rectifying behavior with large current at negative polarity of

the bias voltage. The average rectification ratio is 4 at 2V for the 12 nm films and seems even

to be more important by increasing the thickness of the organic film (18 at 2 V). A diode



behavior with current density of the order of few 10-1 A/cm² in the “ON” state was already

reported by our group22 in junctions made with a 7 nm thick BTB film. Similar current

densities were also reported in BTB junctions with carbon electrodes.11

This is a quite interesting result. Our fabrication procedure can result in large area, good

quality, functional and robust junctions with an ultrathin organic film even thinner to what

was reported earlier with BTB.11 It is worth to note that the stability of molecular junctions

was also noticed down to the single diazonium-based molecule scale.27

Now, we discuss about the possible transport mechanisms occurring through the BTB film. In

the case of an ultrathin film of 2 nm for low bias voltages (< 1V), BTB molecules have an

insulating behaviour,11 tunneling transport between the two electrodes must be the dominant

transport mechanism. It also explains the high value of the measured resistance also reported

for polythiophene wires of similar lenghts28. A fit to the experimental data (continuous red

line in Fig.3(a)) using a trapezoidal barrier model22 and which equations are given in the

following was performed in order to evaluate the important transport parameters :

= 4 ℎ ( ) − ( ) ( )
With the transmission ( ) = − ∫ [2 ϕ( , ) − ] where the potential

profile is expressed as follows: ϕ( , ) = + ( − − ). ftop and fbottom are

the Fermi functions of the two electrodes, s1 and s2 are the classical turning point at Ex, m is

taken as the free electron mass, V is the applied bias voltage and d is the barrier thickness. It

results in a potential barrier thickness of 2.2 nm (which roughly correspond to a dimer of

BTB in series) in perfect agreement with the thickness estimated from AFM measurements.

Barrier heights of ϕbottom=1.33 eV and ϕtop=1.47 eV are also revealing a slight asymmetry of

the junction. The fitting procedure assumes however a trapezoidal barrier and does not take

into account the value of the effective mass which is unknown for BTB molecules, effect of



the eventual presence of pinholes29,30 related to the large size (20 x 20 µm²) of the junctions

and effect related to image forces that could be strong in molecular junction.31 In the case of a

thicker film, direct tunneling between the two electrodes is not physically possible. In this

case, intermediate states have to be invoked32 during the transport process across the

molecules.

The origin of the observed asymmetry and the rectifying behavior are still under

investigation. However two different possibilities can be put forward. First, the asymmetry

could come from different electronic structures of the two interfaces as revealed by our

tunneling experiment. It would highlight the different natures33,34 of the two metal/molecule

interfaces. At the bottom interface, the BTB molecule is covalently attached to the gold

electrode by a C-Au chemical bond14 whereas at the top interface a thin adhesion layer of Ti

is first evaporated followed by a layer of Au. Those two metals have different work

functions. The presence of chemical bond between the top electrode and the Ti/Au layers is

not expected but can not be completely excluded.33,35 Spectroscopy techniques must be

employed to explore this possibility.36 The second explanations concerns the property of the

organic layer itself which is supposed to behave like a diode. It should thus be more reflected

in transport experiments in which charge transport occurs via at least one molecular orbital

(not in the tunneling experiment). It is known that the electrochemical behavior of the

molecule is expected to be highly asymmetric with respect to the electrochemical potential.24

When the bottom electrode is negatively polarized (negative bias in our measurement

configuration), the organic layer is supposed to become p-doped (BTB+) and highly

conducting compared to the neutral state.24 This doping effect is not symmetric with respect

to the bias voltage. It is interesting to note that, in our experiments, a strong rectification

appears as we tune the thickness of the BTB layer to leave the tunneling regime. Change in

the film morphology during the growth process could also play a role.37–39



CONCLUSION
In this article, we have shown the ability to obtain robust, ultrathin and large area molecular

junctions including an electro-grafted molecular film. We also report tunneling through this

organic layer when its thickness reaches few BTB monomers length. Its thickness can be

tuned up to 27 nm thanks to our technique but, we believe it can be enlarge over a wider

range by changing the limits of the scan window, the scan rate and the BTB concentration.

This results are important for the development of future molecular based electronic devices.
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